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CUSTOMER NAME:  Dongguan Green TPU Co.,Ltd
ADDRESS:  No. 232, North Wentang Road, Wenzhou Road, Wentang, 

Dongcheng District, Dongguan

Sample Name : TPU film

Sample Source : Sent by Applicant

Other Information : Production Date:2025.08.25

Packaging Date:2025.08.25

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client.

*************

SGS Ref No. : GZAT2509006013LW02

Date of Receipt : Sep 02, 2025

Testing Start Date : Sep 02, 2025

Testing End Date : Sep 05, 2025

Test Result(s) : For further details, please refer to the following page(s)

Signed for
SGS-CSTC Standards Technical 
Services Co., Ltd. Guangzhou Branch

Kelly Lee
Authorized signatory



TEST REPORT
No.   : GZMR250902936701
Date : Sep 05, 2025
Page: 2 of  4

Report Declaration:
In the territory of the People's Republic of China, the test report without CMA logo expresses the 
test report shall only be used for client scientific research, teaching, internal quality control, 
product research and development, etc., and just for client internal reference.

Manufacture Declaration or Comment:
None

Summary of Result(s):

No. Test Item Test Method Conclusion 

1. Flammability GB 8410-2006 Pass

     Note:     Pass: Meet the requirements;
                  Fail: Does not meet the requirements;
                   N/A: Not apply to the judgment or Not applicable



TEST REPORT
No.   : GZMR250902936701
Date : Sep 05, 2025
Page: 3 of  4

1. Test Item: Flammability

Sample Description: A-sheet

Test Method: GB 8410-2006

Test Condition: 

Specimen: 308 mm x 85 mm x 0.40 mm

Holder With Wires: Used

Conditioning: ( 23 ± 2 ) ℃, ( 50 ± 5) %RH, 48 h

Lab Environmental Condition: ( 23 ± 2 ) °C, ( 50 ± 5 ) %RH

Test Result: 

Sample A

Specimen 1 2 3 4 5

Burning distance, mm / / / / /

Burning time, s / / / / /

Burning rate, mm/min A-0 A-0 A-0 A-0 A-0

Maximum burning rate, 

mm/min
A-0

Technical requirements of GB 8410-2006: Burning rate≤100 mm/min

Conclusion: Pass

Note: 

1. Apply the burner flame to the specimen for 15s, and then extinguish the burner, Test specimens 

did not ignite or the flame extinguished before the first mark, no burning distance can be 

measured, they were considered to meet the requirement and recorded as A-0mm/min.

2. The flame extinguished before the first mark. 

3. Test specimens were cut from the sample.

4. The smooth surface was the exposed surface.
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Test Photo:

Original Sample-Sample A During Test-Sample A

Before Test-Sample A After Test-Sample A

Equipment Information:  

Equipment Name Model Equipment No. Calibration date 
Next Calibration 

date

Horizontal Flame 

Chamber
HMV GZMR-PL-E208 2025-06-16 2026-06-15

******** End of report********
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