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Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

Allie Chen
Approved Signatory

Client Name: DONGGUAN GREEN TPU CO.,LTD
Client Address: NO. 232, NORTH WENTANG ROAD, WENZHOU ROAD, WENTANG, DONGCHENG 

DISTRICT, DONGGUAN

Sample Name: TPU film
Production Date: 2025-08-25
Packing Date: 2025-08-25
The above sample(s) and information were provided by the client.
---------------------------------------------------------------------------------------------------------------------------------------------

THIS REPORT IS TO SUPERSEDE REPORT NO.CANAUTO25021862701, DATE: Sep 05, 2025. 

SGS Job No.: GZAT2509006013LW01
Sample Receiving Date: Sep 02, 2025
Testing Period: Sep 02, 2025 ~ Sep 05, 2025
Test Requested: Select test(s) as requested by the client.
Test Method(s): Please refer to next page(s).
Test Result(s): Please refer to next page(s).
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Test Result(s): 

Test Part Description：
SN ID Sample No. SGS Sample ID Description
SN1 A1 CAN25-0218627-0001.C001 "TPU film"

Remarks:
(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-“ = Not Regulated

Fogging Characteristics

Test Method: With reference to DIN 75201:2024 method A (Photometric method). Analysis was 
performed by Fogging Tester.

Sample: A1
Oil bath temperature 100°C
Testing time 3.0h
Sample weight (trial 1) 2.41g
Sample weight (trial 2) 2.42g
Sample weight (trial 3) 2.41g
Sample weight (trial 4) 2.43g

Limit Unit Fogging Characteristics
(after 1hr of conditioning)

1 - % 91
2 - % 91
3 - % 92
4 - % 92

Mean value ≥85 % 92
SD - % 0.62

Conclusion Pass

Notes:
Phenomena
Color: achromatous
Appearance: Transparent;  Grease(No)
 
The limit was provided by the client.

Remark: Upon receival, the sample wasn’t packed in Aluminum Foil.
This report adds Limit&Conclusion.
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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Sample Photo:

CAN25-0218627

CAN25-0218627

SGS authenticate the photo on original report only
*** End of Report ***
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